M B £ H A A A R

\I\I\ SUZHOU OMAY OPTICAL MATERIALS CO.,LTD

PolyIDfilmn™ PC iE FHEBEEE CT71-B
PolyIDfilm ™ Polycarbonate film core layer C71-B
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Common
Color Texture Thickness Common dimension Application
thickness
AN 17 B A 0.075mm~ 0.1mm. B
White yes 0.76mm 0.2mm. 0.25mm core layer
HE— W&
Product Datasheet
i b P At A AT L Bt XA
Item Property Value Unit Test Method
i 1.33 g/em’ ISO 1183
I ERE Density
Physical e TS
s - o <3 % ASTM D1003
Light Transmission
124w 5%
SR 55 MPa ISO 527
Tensile Strength
lf pAl /f .ﬁ; 3
4 N <50 % ISO 527
HUARTE fE Elongation
Physical EoR RS
yaied R 2300 MPa 1S0 527
Tensile Modulus
T 5% K
R 91 MPa 1SO 178
Flexural Strength
A H R
e 2.9 : IEC60250
Dielectric Constant
it o, R AR
%, M AE
Resistant Puncture 30 KV/mm IEC 60243
Electrical
Voltage
i o, IR
250 - IEC60112
Arc Resistivity
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PR AR
* 1.00E+16 Q/square IEC 60093
Surface Resistivity
AR L F
* 1.00E+17 Q-cm IEC 60093
Volume Resistivity
HIZIK & 2L
Coefficient of Thermal 5.8 X10°/C ISO 11359
Expansion
Agg % (150°C)
o A Thermal Shrinkage (at 0.5~0.7 % ASTM D1204
Thermal 150C)
IR .
152 C ISO 11357
Tg
Y F H AL = .
L 156 c 1S0 306
vicat
TR
uL94 V-2/VTM-2 E249605
Flammability
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Tip: This test data is for reference only, not as an absolute application index
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